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Damage of Concrete and Reinforcement of Reinforced-Concrete

Foundations Caused by Environmental Effects
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4. Summary

The damage of the reinforced concrete used for construction of reinforced concrete foundations are directly
related to the exposure of the soil to moisture, i.e. water. The properties of the components used for designing of the
concrete mix, and thus the properties of the hardened concrete affect the durability of reinforced concrete
foundations in such environment. All the previous has influence on the corrosion of reinforcement in concrete. Since
the foundations are difficult for access after construction, it is necessary to take into consideration all the possible
harmful impacts to concrete and reinforcement of the foundations, when designing concrete mixes.
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