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CONCLUSIONS
For the Norske Skog Skogn DIP mill, the single most 

important parameter affecting ink removal efficiency and 
filler yield is the water hardness. For good deinking effi-
ciency, a high dosage of surfactant to the pulper, high pH, 
low silicate dosage, high alkali dosage and a high ratio of 
primary stage to secondary stage reject rate also seems 
beneficial. For filler yield, a low water hardness and a high 
silicate dosage seems beneficial.
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