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4. Conclusions
The important changes in kinetics and softening oc-
curred during the holding intervals after the initiation
of dynamic recrystallization were investigated. From
the analysis of high temperature continuous and inter-
rupted deformation behavior, the following conclusions
can be drawn:

1. The critical strain (εc) was decided by the Zenner-
Hollomon parameter to obtain DRX effects during in-
terpass time.
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