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6. CONCLUSIONS

To review the results of the analysis, using outlining 

column charts for discussion and conclusion 

according to chart (1) and by taking control model (B-

S2S2) it shows that after each replace the steel with 

GFRP bars stage in same condition of loading (ultimate 

capacity 38710.36 N) stress value is reduce and in the 

best condition that all of steel bars are replacement , 

stress value 73% reduced 

and according to chart (2) and by taking control model 

(B-S3S2) it shows that after each replacement the steel 

with GFRP bars stage in same condition of loading , 

stress value 70.67% reduced. 
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